
 

 

TECHNICAL DATASHEET 
 

 
Material Description : Coconut Shell Activated Carbon 

Product Code : Hydrocarb1230-55 

Particle Size : 12X30 USS MESH 
 

 

PARAMETERS TEST METHOD SPECIFICATIONS 

 
 

 
Particle Size Distribution (%) 

 
+12 

 
ASTM D 2862 

 
5.0 Max 

 
-30 

 
ASTM D 2862 

 
5.0 Max 

Moisture Content (%) ASTM D 2867 5.0 Max 

Apparent Density (g/cc) ASTM D 2854 0.500 Min 

CTC Activity Value ASTM D 3467 55 Min 

Iodine Number (mg/g) ASTM D 4607 1100 Min 

Ash Content (%) ASTM D 2866 3.0 Max 

Extractable pH Value ASTM D 3838 9.0 - 11.0 

 


